BEEAF AP OHE S
FOUNDATION OF FIRE RETARDANT SAFETY CENTER
RE R LS Z

TEST "REPORT

COPY

Date : 2018/8/28
Report No. . X1070133
Client : BENFU MATS CO., LTD.

Address : NO.87,LN. 571, TAIPING RD. PUXIN TOWNSHIP, CHANGHUA, COUNTY 51343 TAIWAN
(R.0.0) : ;

Description of Sample

Brand Name FU-010

Material PVC Thickness 1.5 MM
Result _ __
Afterflame | Afterglow| Charred Afterflame Afterg"l ow | Charred
Test Time Time Length Test Time Time Length
Items (sec) (sec) (cm) Thems (‘'sec) ( sec) (cm)
X=0 X=<60 X=5h X=0 X=60 X<h
0 0 2 0 0 . 2
Warp 0 0 9 Weft 0 v o N 2
' 0 0 2 0 0 3
Test Method : CNS 7614 A3125(83. 6.27)
hote | Test Time:10 sec
Result
Determination | PASSED
Test Date 2018/8/24 Expiration Date 2021/8/28
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