FOOTWEAR &ﬂ_,_ ATHON
RESEARCH UNSTETUTE

Address : No. 11, Gongyequ~§1h ?ﬁd‘*'}c I
TEL : +886-4- 2359350:9 2359@11@5 ;;,- *ﬁz 4-23500837- 23598903

 MERCHANT OOPY

pre! S b (o
.......
E T Ny prhen, S

DATE RECEIVED : 2020/03/03 é o | Filad N i (100) 10903016
DATE ISSUED : 2020/03/10 f;" n i . 2020/03/04 ~ 2020/03/10
APPLICANT . SAFETY MAT c'g D, - o
ADDRESS : As the notation s lt?,é," % B
MANUFACTURER ~ : SAFETY MAT COMBIRE: ot it s elterationg onthe origiual xeport
NAE OF ART. : Disinfectionmat b proscculcd By Iw
QUANTITY(Case) : 1 PAGE: 1 /2 982718923606.A01
ITEM RESULT CONDITION & METHOD

Sample description: Sheet sample.
Drying ability test Remained water ratio at the 40th minute: FTTS-FA-004:2011-4.2

68 % (Non-washed)
Notation section: Address:

No.87,Ln:571,Taiping Rd:Puxin

Township,Changhua County 51343

Taiwan(R.O.C.)

~ BLANK ~

Signature

Lab. Manager

2020/03/10 lcﬁhiﬁﬁo@’ﬂu

PLEASE NOTE :
1. The report shall not be reproduced except in full without approval of the laboratory.
2. The parts of the report are not taken out of context.
3. The report is only responsible to the submitted sample(s).
4. The report is not for any lawsuit purpose.
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